Produkte
Products

TUVRheinland ®
LGAN

Priifbericht - Nr.:

Seite 1 von 1

211 47 325-1

Test Report No.: Page 1 of 1
Auftraggeber: Artilat N.V
Client: Konigsbaan
2560 Nijlen
Belgium
Gegenstand der Priifung: Mattresscore
Test item:
Bezeichnung: .BIAL* Serien-Nr.:
Identification: Serial No.:
Wareneingangs-Nr.: 10031543 /1 Eingangsdatum: 03.02.2010

Receipt No.:

Date of receipt:

Priifort:
Testing location:

TUV Rheinland LGA Products GmbH
Tillystraf3e 2, 90431 Nurnberg, Germany

Priifgrundlage:
Test specification:

Durability test and evaluation of the resilience characteristics according to LGA
guidlines and DIN EN 1997. 08:2000

Priifergebnis:
Test Result:

Der Priifgegenstand entspricht oben genannter Priifgrundlage(n).
The test item passed the test specification(s).

Priflaboratorium:
Testing Laboratory:

Mébelpriifinstitut Nurnberg 4
Furniture Testing Institute Nuremberg S/

gepriift/ tested by: ~
7

03.03.2010 Gl
modified, 11.03.2010

" 4

kontrolliert/ reviewed by

03.03.2010 lioH/eyfﬁlLabor iter/Head of Department
modified, 11.03.20 /

Datum Name/Stellung Unterschrift Datum Name/Stellund Unterschrift
Date Name/Position Signature Date Name/Position Signature
Sonstiges/ Other Aspects:
Anlage:
Untersuchungsbericht 211 47 325-1
Abkiirzungen: P(ass) = entspricht Priifgrundlage Abbreviations: P(ass) = passed
F(aill = entspricht nicht Priifgrundlage F(ail) = failed
N/A = nicht anwendbar N/A = not applicable
N/T = nicht getestet N/T = not tested

Dieser Priifbericht bezieht sich nur auf das o.g. Priifmuster und darf ohne Genehmigung der Priifstelle nicht
auszugsweise vervielfiltigt werden. Dieser Bericht berechtigt nicht zur Verwendung eines Priifzeichens.

This test report relates to the a. m. test sample. Without permission of the test center this test report is not permitted to be
duplicated in extracts. This test report does not entitle to carry any safety mark on this or similar products.
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Mail: service@de.tuv.com - Web: www.tuv.com

Rev.: 1.2 2009-12-29 / approved: M. Jungnitsch




TUV Rheinland LGA Products GmbH TUVRheinland®

Furniture Test Institute
LGAN

Test report

No. 211473251
Order No. 1054987

Reported to: Artilat N.V
Konigsbaan
2560 Nijlen
BELGIUM

Object: Mattresscore “ BIAL”

(1 sample supplied by the client)

Order: Durability test and evaluation of the

resilience characteristics according to
LGA-Guidelines and DIN EN 1957 : 08.2000

Findings

The mattresscore “BIAL” has been tested in a durability test rig with a roller load of 1400 N
in two test stages with a total of 30 000 cycles. In the centre of the area three measurements
of the characteristic curves of resilience have been taken as follows:

a) after 200 strokes
b) after 30 000 strokes
c) after 60 000 strokes

The characteristic curves of resilience allow an assessment of the resilience and durability
characteristics as well as the subjective hardness rating and the hysteresis.

Characteristics before the test

Hardness index: 5.8
Hysteresis: 26.5 %
Height of the system: 145 mm

Characteristics after the test

Change in height after the test: 3.2 mm
Change in hardness after 30 000 strokes: -1 %
Change in hardness after the test: -9%
Resilience loss factor after the test: 0.6

(deviating from DIN EN 1957)

The test report consists of 11 pages. Except when otherwise approved / licensed by LGA this test report may only be published and
used in unabbreviated original phrasing and form. The test report contains the result of one single examination of the individual test
sample and does not represent any universally valid evaluation of the qualities of all products from serial production. Should the
content of the test report need any interpretation the German text shall be leading.
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TOV Rheinland LGA Products GmbH TUVRheinland ®

Furniture Test Institute

No. 211473251
Order No. 1054987

The data are determined based on the LGA-rating system limited to a maximum
of 100 points.

The requirement for an increased quality level is 80 points *).
*) Note:
The minimum value for performance is 50 points. More than 70 points specific a good quality.

At this the area under test has to be free of any damages / changes related to textile fabric and
interior of mattress.

The reached total number of points for the 4 characteristic data is 100 points.

Change in height after test: 25 points
Change in hardness after 30 000 strokes: 25 points
Change in hardness after test: 25 points
Resilience loss factor after test: 25 points

The results of the test refer solely to the tested sample.

The following pages contain further information about test parameters and geometry of the
roller, measurement conditions and design of the loading pad, modalities of assessment and
rating system.

Nuremberg, 2010-03-03
modified, 2010-03-11
569 hy/glb/se/pi
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